Chemikalia Koncentracja % Polyester PBT Polypropylen
Acetic acid 100 * Kk
Acetone 100 Kk Sk
Ammonia Liquid o kk
Aniline 100 *okk *k
Benzene 100 *okk %
Bleaching Solution Dilute ok *xk
Caustic Potash 10 *hk Sk
Caustic Potash 50 *ok Kok
Chlorine Water Saturated * *
Chloroform 100 ok .
Chromic Acid 10 *kk Sk
Citric Acid 10 Kk Sk
Detergent-soap ok .
Ethanol 926 Kk Sk
Ethyl acetate 100 . .
Formic Acid 100 ok *%
Glycerine *hk Sk
Hydrochloric acid 30 o ok
Lactic Acid 20 Kk Sk
Methyl Alcohol 100 *kk Sk
Mineral oil Tk Sk
Nitric Acid 10 Kk Sk
Nitric Acid 50 Sk *
Oleic acid 100 . .
Oxalic Acid 10 Kk ok
Petrol o *%x
Phosphoric Acid 85 . Sk
Sodium Chloride (salt) *hk *kk
Sodium Hydroxide 10 * *xk
Sodium Hydroxide 50 * *kk
Sodium Hypochlorite 10 ok .
Stearic Acid 100 *okk Sk
Sulphuric Acid 10 ok *kk
Sulphuric Acid 96 * *
Tetrachloroethtlene % *
Toluene 100 *ok *
Trichloroethylene o .
Turpentine 100 . %
Vegetable Oil ok *kk
2 o |2 PBT - pH 1-7 odporno$¢ na kwasy
S| o % 2| e PP - pH 1-14 odpornosc na kwasy i alkalia
2 § ARSI \é W zaleznosci od stezenia i czasu
2l R|E| 2122 wor _ . . ,
Slolgly|™|= = Doskonaty; brak pogorszenia lub dtugotrwatych negatywnych skutkéow
.é ‘é e| e g’ g‘ = Qstrzeienie;.zmiany stezenia, temperatury i ekspozydji moga by¢ szkodliwe
:; 3 g g 2|3 * = Niezadowalajacy; kontakt spowoduje trwate pogorszenie
8 5 8 8 g g Uwaga: Podane informacje zaktadaja temperatury nieprzekraczajgce 20°C.
PEEK O©|O|0|O®|©|© ]| Polyetheretherketone Stezenie % odnogi sie 'dO % sgbstancji chemicznej w catkowitej mieszanipie
PBT ©] @ [©] @ [©[ @] Polybutylenterephthalat_ rasay suroweem, kibrey somierdsasa .Unazarmy, 3o 25 one pravdzme
PBT MD O©|O|O|®|®|© | Polybutylenterephthalat i doktadne, ale nie'ma zadnych wyrair;);ch ani dorlozumianych gwarangji
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